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- , . Certificate
1T S Intertek Testing Services of
- Bondar Clegg Analysis

BROHM MINING CORPORATION
MR. ROD J. MACLEOD

P.0. BOX 485

DEADWOOD, SD 57732

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Province of British Columbia




Certificate

IT S ]Igntertek Testing Services of

ondar Clegg Analysis

CLIENT: BROHM MINING CORPORATION SUBMITTED BY: UNKNOWN

PROJECT: NONE GIVEN

DATE RECEIVED: 02-APR-97 DATE PRINTED: 3-JUN-97

DATE NUMBER OF
APPROVED ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD
970411 1 AuGrav Gold (Grav.) 40 0.005 OPT FIRE ASSAY FIRE ASSAY
970411 2  AuRew Gold Reweighs 2 0.001 OPT FIRE ASSAY FIRE ASSAY
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
P PREPARED PULP 40 4 AS RECEIVED 40 HOMOGENIZING 40

AS RECEIVED 40

REPORT COPIES TO: MR. ROD J. MACLEOD INVOICE TQO: MR. ROD J. MACLEOD
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This

report must not be produced except in full. The data presented in this

report is specific to those samples identified under "Sample Number" and is

otherwise indicated
e 3 e 3 ke e e e ke dhe e vk e e e e v ke e vl e dhe e v vk e vk e e vk e e T ok ke ok e ke ok e ok ke e e ok g ok g e e sk e g sk ok g ke ke e e v ok vk e ok e e ok e e gk ok e e ok ok e e

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Province of British Columbia
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CLIENT: BROHM MINING CORPORATION
REPORT: V97-00642.4 ( COMPLETE )

SAMPLE
NUMBER
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ELEMENT AuGrav

0-5
5-10
10-15
15-20
20-25

25-30
30-35
35-40
40-45
45-50

50-55
55-60
60-65
65-70
70-75

75-80
80-85
85-90
90-95
95-100

100-105
105-110
110-115
115-120
120-125

125-130
130-135
135-140
140-145
145-150

150-155
155-160
160-165
165-170
170-175

175-180
180-185
185-190
190-195
195-200
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.019
<0.

005

.007
<0.

005

0.008
0.014

o

0 o0 0 00 o a0 B O O O o o O O O o o oD o Co

o O o o o

.029

.060
.084
.220
.287
VD
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.017
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.01

.014
.022
.018
.015
.007

Intertek Testing Services
Bondar Clegg

Certificate
of

Analysis
PROJECT: NONE GIVEN

DATE RECEIVED: 02-APR-97 DATE PRINTED: 3-JUN-97 PAGE 1 OF 3
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Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071
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Registered Assayer, Province of British Columbia




) Certificate

IT S Intertek Testing Services of
Bondar Clegg Analysis

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN
REPORT: V97-00642.4 ( COMPLETE ) DATE RECEIVED: 02-APR-97 DATE PRINTED: 3-JUN-97 PAGE 2 OF 3
STANDARD ELEMENT AuGrav AuRew

NAME UNITS OPT OPT

ANALYTICAL BLANK <0.005 C

Number of Analyses 1 -

Mean Value 0.0025 -

Standard Deviation - -

Accepted Value <0.001 <0.001

Gannet Standard 0.283 -

Number of Analyses 1 =

Mean Value 0.2835 =

Standard Deviation = =

Accepted Value 0.289 0.289

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS5, Canada

> g /
Tel: (604) 985-0681, Fax: (604) 985-1071 7777 Registered ASsayer, Provinceof British Columbia




v

REPORT: V97-00642.4 ( COMPLETE )
SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT
R97-999 25-30 0.007
Duplicate 0.006
R97-999 85-90 0.091
Duplicate 0.089
R97-999 140-145 0.006
Duplicate <0.005

1T S Intertek Testing Services of
Bondar Clegg

CLIENT: BROHM MINING CORPORATION

Certificate

Analysis

PROJECT: NONE GIVEN
DATE RECEIVED: 02-APR-97 DATE PRINTED: 3-JUN-97 PAGE 3 OF 3

AuRew
OPT

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071 Registered




Intertek Testing Services *

I - R .
Intertek Testing Services (T Canada 10,
Bondar Clegg - Nortn tancouver BC V7P 2

Fax: (604) 985-3278

Invoice : V143422, Page 1
BROHM MINING CORPORATION

MR. ROD J. MACLEOD ] Date - ¢ 4-JUN-97
P.O. BOX 485
DEADWOOD, SD 57732 ‘ Report No: V97-00642.4
Project : NONE GIVEN
- Reference:
40 Analyses of Gold (Grav.) at §$ 6.66 $ 266.40
2 Analyses of Gold Reweighs . at $ 0.00.$  ;0.00
Subtotal S 266.40 $ 266,40
Sample Preparation
40 Samples of HOMOGENIZING at $ 0.17 § 6.80
40 Samples of AS RECEIVED at §$ 0.00 s 0.00
Subtotal S 6.80 § 6.80
Invoice Total: s 273.20 U;S°
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Inchcape Testing Services

\

Rush Au service
at 1 1/2 times list price

<)

Bondar Clegg SUBMITTAL FORM
Company B/ o va v VH O j Client No.
Project P.O. No.
Submitted by Quote No.
Special Instructions: |1« /] ’.'_:a:/»:)' LAT il / .
/

A /)
JT LA L/t/\ L "\

Date Required

X Sy ~J

o

[“{Assay (%Ore Grade)

Enter Code or Method Description

Please Analyze By:

£37-999 —

Check Multi-Element Package

[ ] Geochemical (ppm, Trace Level)

(0'5 'Hu*v\. /\)f’lﬁ)o )

-

Payment Responsiblity / Report

Shipping Information:

Invoice [Z o ‘is | J
Hard Copy Via Mail [ U~ Name: Kod Wlag / A=

"8 A B

Fax Copy
142D

A ]
Modem Transfer B/AddreSS: o r X

J
-

City/ State/ Prov. Decdewosd, SN 5752 2

Computer Disk

312 ]
s ] Tel: LUS GF2R576-2107 Fax:_LOS 528/2009

Format

Additional Report Distribution

Shipment No:

No. of Pes.. % O

Date Sent: u/’i /92
UPS
o O

Waybill/ Carrier:

No. of Samples:

Sample Disposition

Hard Copy ViaMail [ ] 1. Name:
Fax Copy || Add i Coarse rejects are discarded after 2 months unless
Modem Transfer [ | ress: requested otherwise.
Computer Disk : Rejects Pulps
| rov.
312 ] City/ State/ Pro [ ] Return Immediately Mrn Immediately
s4[ ] Tel: Fax: [ ] Return after 2 months [ ] Return after 3 months
koY [ ] Discard after 2 months [ | Discard after 3 months
[ ] Retain after 2 months [ ] Retain after 3 months
Hard Copy ViaMail [ | 2. Name: (charges may apply) (charges may apply)
Fax Copy D
Modem Transfer D Address‘
Computer Disk :
i "3 :/2 ] City/ State / Prov.
Sign: = -
51/4 3 : > :
O Tel: Fax: e (Confirm above information)

Format

YELLOW - Sample preparation lab
Printed in Canada

WHITE - Send with samples

PINK - Client copy

FEB 9/96
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